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A MESOSCOPIC DRYING MODEL APPLIED TO THE GROWTH RINGS 
OF SOFTWOOD: MESH GENERATION AND SIMULATION RESULTS

Patrick Perré1 and Ian W. Turner2

ABSTRACT
A mesoscopic drying model that enables the drying simulation of quartersawn and fl atsawn wood 

sections consisting of several growth rings is presented. The procedure to generate the virtual board 
description directly from real sample images is also described. This virtual structure accommodates the 
prominent sample features, including its geometrical and physical properties, together with the density 
and structural variation across the growth rings. We give a synopsis of the sophisticated techniques 
developed specifi cally to generate this virtual description and exhibit the fi nal computational meshes 
produced by the software for quartersawn and fl atsawn sections. Low temperature drying simulations 
are then performed for both heterogenous and homogeneous model variants using these virtual descrip-
tions and comparisons are made of the resulting MC fi eld evolution. A highlight of these comparisons 
is that the heterogeneous model captures realistic drying effects, including the fast drying of earlywood 
and the late removal of liquid water in latewood. In comparing the drying of quartersawn and fl atsawn 
boards we conclude that the effect of the heterogeneous nature of the MC fi elds is diminished so-
mewhat when considering the fl atsawn section over the quartersawn section.

Keywords: heterogeneous porous medium, wood properties, heat and mass transfer, computational 
modelling.

INTRODUCTION
Nowadays, the comprehensive set of equations governing heat and mass transport phenomena at 

the macroscopic level of a porous medium is well known and has been widely used to simulate several 
confi gurations, particularly the drying of materials such as wood (Perré and Turner 1999a-b, Perré et 
al. 2007). However, this macroscopic description has some drawbacks: its success hinges upon the co-
rrect physical and mechanical characterization of the medium, and under certain drying conditions the 
macroscopic approach can fail (Perré 2007). These drawbacks are undoubtedly the main motivation for 
developing multiscale approaches (Showalter 1993, Hornung 1997, Ray et al. 1997, Krabbenhoft and 
Damkilde 2004, Perré 2007). Different strategies, and hence possibilities, can be applied under these 
circumstances. In the case of time scale separation, the coupling between scales is sequential and the 
multiscale approach reduces to a change of scale. When the time scales overlap, a concurrent coupling 
has to be treated, which produces a real multiscale confi guration that is more demanding in terms of 
computational resources and applied mathematical theory.

The correct characterisation of a porous medium is tedious, but nonetheless extremely important 
for its accurate computational modelling. New methods proposed for this task have appeared in the 
literature to predict the properties of the medium directly from the phase properties and the phase mor-
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phology at the micro-scale (Adler 1992). Homogenisation, with its solid mathematical background, is 
among the most developed methods for predicting the macroscopic properties from the microscopic 
features of the medium (Hornung 1997, Bornert et al. 2001). For this method it is assumed that the 
micro- and macro-scales are independent. Unfortunately, in specifi c situations, such as mass migra-
tion in fi brous materials, this assumption may be breached and the homogenisation approach can fail 
(Chittaranjan 1997, Ludwig 1999). Under these circumstances the microscopic features can induce 
macroscopic behaviour and a multiscale formulation is necessary. In this instance, the information at 
the micro-scale must be continuously updated during the simulation of the macroscopic process, which 
leads to the notion of a double-porosity model. Note however, that in general, not all phenomena have 
to be treated in this manner. 

In the fi eld of multiscale modeling, the mesoscopic approach simply consists of accounting for the 
rapid variations of the material properties within the unit cell (Hornung 1997). This strategy requires 
the complex geometrical structure of the heterogeneous medium to be meshed and the grid to be refi ned 
enough for the small structure to be adequately captured. Such a strategy typically requires a substantial 
amount of computational resources unless the size of the unit cell is chosen just slightly smaller than the 
size of the domain Ω. This strategy is adopted in this paper to model the drying of a piece of softwood 
comprised of several growth rings. In this case, the mesoscopic approach is a suitable way to account 
for the dramatic density variations in the wood sample across the growth rings between earlywood and 
latewood (typically from 280 to 1000 kg/m3). Furthermore, the fact that all of the physical properties 
depend strongly on the density implies that the underlying material structure infl uences the simulation 
results signifi cantly.

The paper is organized as follows. In the next section the mesoscopic model formulation is presen-
ted and then a brief review of our previous work (Perré and Turner 2001a-b, 2002) is given, together 
with a summary of the wood physical properties as functions of the material density. The techniques 
used to generate the virtual board description, including the underlying computational mesh, are outli-
ned in the following section. Next, the simulation results for the low temperature drying of quartersawn 
and fl atsawn sections of wood are exhibited for both the homogeneous and heterogeneous models and 
fi nally, in the last section of the paper, the conclusions of the work are summarized.

THE MESOSCOPIC MODEL
The conventional set of macroscopic equations that govern heat and mass transport in a homoge-

neous porous medium is well documented in the literature (Whitaker 1977, 1998). Modifi cation of this 
set of equations to account for bound water has enabled this formulation to be used with great success 
to model the drying of a homogeneous sample of wood (consisting of either all sapwood or all heartwo-
od) for several different drying confi gurations (Perré and Turner 1999a-b, Perré et al. 2007). 

In the so-called mesoscopic model, these equations have been extended to capture material hetero-
geneity through the apparent density of the porous medium  ρ0(x)and via the density variation of the 
material properties, capillary pressure, permeability, diffusivity and conductivity (Perré and Turner 
2002). The resulting mathematical model is summarised briefl y as follows: 

Liquid Conservation
  

(1)



Maderas. Ciencia y tecnología 10(3): 251-274, 2008

253

A Mesoscopic drying..: Perré and Turner

Air Conservation

  (2)

Energy Conservation
 
 

(3)

The gas and liquid phase velocities are given by the Generalised Darcy’s Law:
  

(4)

The quantities ϕ are known as the phase potentials and χ is the depth scalar. All other symbols have 
their usual meaning. The bound liquid fl ux is assumed proportional to a gradient in the bound water 
moisture content: 

 (5)

Closure Conditions
Because wood is a highly hygroscopic porous medium, bound liquid must be separated from free 

water in the defi nition of moisture content:

  (6)

The volume fractions of the liquid and gaseous phases are defi ned, in the usual sense, as. 
                                                                   The intrinsic phase air density is defi ned as                                          

and the gaseous phase is a binary mixture of air and vapour, which is assumed to behave like an ideal 
gas. During drying both the liquid and gaseous phases are evident within the porous medium. As a re-
sult of the curvature of the interface that exists between the liquid and the gas phases within the pores 
of the medium, the liquid pressure is less than the gas pressure and the capillary pressure represents that 
difference:

 (7)

The mass fractions of the air and vapour phases are denoted by ωa and ωV   respectively.
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Boundary and Initial conditions
Initially the porous medium has some prescribed uniform temperature distribution and the pressure 

is constant throughout at the atmospheric value. The initial moisture content fi eld must be determined 
by solving a nonlinear system that involves an equilibration of capillary forces throughout the medium, 
together with the requirement that an overall mass balance equation be satisfi ed (Perré and Turner 
2002).

Material Properties
Recent research saw the determination of the material property variations across a growth ring 

of softwood (Perré and Turner 2001a-b). In that work, experimental observation and mathematical 
tools including image analysis, homogenization and a simple tracheid model enabled a complete set of 
correlations for capillary pressure                        , bound liquid diffusivity                            , thermal 
conductivity                                and absolute permeability                                  to be postulated. These 
properties have been used for the simulation results discussed throughout this text and the interested 
reader is referred to the reference papers for further details on the exact form of the correlations.

Computation of the Wood Density at a Node
Referring to Figure 2, we note that each control volume shares sub-control volumes that belong 

to different triangular fi nite elements. Each of these fi nite elements has associated with it an angle and 
a density depending on its location within the virtual board mesh. The apparent density needs to be 
determined at a node so that it can be used for the fi nite volume discretisation. We have used the area 
weighted averaging technique given in (Perré and Turner 2002), which is based on the following for-
mula:

  

(8)

where  xp represents the position vector of the node at the vertex-centre of the control volume. 

The quantities                                    and                              represent the solid mass and the total area 
of the control volume respectively. The porosity  φ (xp) can be computed for each control volume once 
the apparent density from (8) is known by using the equation:

  (9)

where             is the density of the cell wall substance.

Determination of the Initial Moisture Content Distribution
The initial moisture content fi eld must be computed prior to the commencement of the drying simu-

lations. The average moisture content of the wood sample is initially supplied as an input to the code 
and this value is used to determine the initial distribution across the wood section. An important corre-
lation needed for determining the initial moisture content fi eld is the capillary pressure relation, which 
varies with liquid saturation, temperature and density. Typically, the pores in the latewood component 
of the annual ring are smaller than in the earlywood component. Consequently, stronger capillary forces 
become evident in latewood. The particular mathematical expression used in this work was postulated 
from image analysis performed on different locations within the annual ring of spruce (Perré 1997). 
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By noting further that all capillary forces must be in equilibrium when the medium is in its initial 
state, the capillary pressures at each node of the computational mesh must be equal. If we let Pco  be this 
equilibrium capillary pressure, then the following equation must hold for each control volume:

  (10)

The moisture content for the control volume is given by

  (11)

Denoting the average moisture content by  X, then the equation that allows closure of this nonlinear 
system is given by:

  (12)

The above nonlinear system of N+1 equations can be solved for the unknown initial  saturations 
Swp, p=1,2,...,N  at each node point and the equilibrium capillary pressure  Pco using the Newton method 
(Perré and Turner 2002). Once the initial saturation values are known at all node points, it is then possi-
ble to deduce the initial moisture fi eld. Figures 6 and 7 depict the initial moisture distribution computed 
for the quartersawn and fl atsawn virtual boards. It is clear from these fi gures that the moisture is highest 
for the low-density regions (earlywood) and lowest for the high-density regions (latewood).

Material properties as a function of density
An entire work was proposed some years ago to obtain the variations of the transport properties 

within an annual ring of softwood (Perré and Turner 2001a-b). In that work several tools including ima-
ge analysis, the virtual tracheid, fl uid mechanics, homogenization, were used to propose expressions 
that defi ne these properties as functions of the local density. Only the fi nal expressions are collected 
hereafter. The interested reader is invited to refer to the above references for further explanation of the 
underlying theoretical considerations.

Basic variable defi nitions 
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The saturation variable is calculated according to the free water content only:
 

(13)

Assuming that the volume of the pores is constant and that the density of bound water and free 
water are equal, the following expression has been derived for the volume fraction of the solid phase:

 
(14)

The porosity is defi ned as       =(1 -     s)  and the volume fractions of the liquid and gaseous phases 
are given respectively by 

 
(15)

Capillary pressure
The following mathematical expression has been elaborated from the averaged pore size partition 

determined by image processing for the same local density on several annual rings:

  (16)

This expression assumes that the liquid partition minimizes the energy of the surface tension. In 
equation (16) Pc  is in Pascal (Pa) and  σ  (T)=(77.5-0.185T) x  10-3 Nm-1  represents the surface tension 
of water. When moving from low to high-density values, the capillary pressure increases in magnitude, 
due to the reduction in averaged pore diameter and the saturated moisture content decreases.

Tracheid model
The average tracheid shape evolves signifi cantly between earlywood and latewood. In order to 

account for this variation, a virtual tracheid model has been developed from anatomical observations. 
Recall that the tracheids are created in the radial direction by the division of the same initial cell in 
the cambium, the tangential dimension (aT) is almost constant. The value  aT  = 50 θ μm was assumed 
here. Accounting for tracheid overlapping, the length in the longitudinal  direction  was  taken  to be 
aL = 1.5mm.

In order to be consistent with the observation, the radial dimension   and the cell wall thickness  tv 
of this virtual tracheid were assumed to depend on the local wood density as follows:

 
  (17)
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Liquid permeability
Accounting for the viscous resistance in the tracheid lumen and in the pits, the following correla-

tions were derived for the liquid permeability in the radial, tangential and longitudinal directions:
 
  

  (18)

Here,             represents the resistance to fl uid fl ow through one pit, and nL,nR, nT are the number of 
available pits in each fl ow direction.  ß         is the fl ow resistance within the tracheid lumen.

 

The value               appears to give a reasonable total number of pits equal to a 50 per overlapping 
zone in earlywood. The coeffi cients   and   are chosen to calibrate the permeability relations to lie wi-
thin the range of experimental measurement (c3 = 1.8 x 1024 and c4 = 2 x 10-6). With these values, the 
difference between earlywood and latewood is approximately a ratio of ten, which is in agreement with 
the values proposed by Bolton and Petty (1978).

Gas permeability
The primary contrast between the gaseous and liquid phase permeabilities concerns the aspiration 

of the pits. An “aspiration” function that depends on the wall thickness was introduced. The functional 
form of the aspiration  As (tv) has been assumed to follow an exponential shape that results in 5% of 
non-aspirated pits in earlywood up to 100% in latewood. This function simply changes the number of 
available pits in the radial and transverse directions as follows:
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Bound liquid diffusivity
In this section, the gradient of bound water is assumed to be the driving force. This allows two 

pseudo-diffusivities to be defi ned (bound water in the cell wall and air in the pores):

  (19)

 

  (20)
 

A small percentage of ray cells has to be put in parallel to the cell arrangement giving the fi nal form 
of the radial macroscopic diffusivity as:

  (21)

Typical values for                                                            respectively (values adapted from Siau 
1995). In order to be consistent, the same amount of ray cells should be put in series with tracheids in 
the tangential direction:

  (22)

Due to the considerable length of wood fi bers, the longitudinal macroscopic diffusivity is simply 
derived using a parallel model of the form:

  (23)
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Thermal conductivity
The conductivity was obtained using homogenization in the R-T plane and using a parallel fl ow 

model in the longitudinal direction:
 
 
 

(24)

Properties with a subscript of 0 denote thermal conductivities at a moisture content equal to zero.

 The effect of ray cells must be taken into account 
 
 
 

(25)

                    are evaluated using equations (24) respectively with a density of 500 kg.m-3.

For any value of moisture content, the fi nal expressions for conductivity read:
 
 
 

(26)

where n = 0.6  for the three expressions.
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Mesh generation
It must be recognized that if realistic simulations of the drying of wood cross-sections is to be rea-

lized using our heat and mass transfer code, considerable effort must be injected into the development 
of the virtual board structure to account for the growth ring descriptions. This virtual board acts as a 
repository for all of the important features of the sample, including its geometrical and physical proper-
ties. In this work, the gap between the section images and the CV-FE mesh was fi lled using customized 
software developed some years ago (Perré 2005). This software, MeshPore, was primarily developed 
for wood at the macroscopic, anatomical and cellular levels, but can be extended to various kinds of 
materials and various scales of observation. MeshPore is entirely developed in FORTRAN 90. Using a 
graphical library (Winteracter) the compiled version is a Windows-like application, which operates by 
menus, dialog boxes and mouse control. 

A specifi c data structure has been developed for use in MeshPore. Based on the concept of directed 
line segments (Gonzales and Woods 1992), this structure was conceived to fulfi ll several purposes: to 
handle any shape (including closed or open contours), to be able to change the number of nodes of each 
chain, to distinguish the contour structure and the location of geometrical points, and so on. The basic 
elements are points and nodes and a contour consists of a chain of nodes, with each of them pointing 
towards a geometrical point. Each point has geometrical information associated with it, while each 
node has connection information. A contour is defi ned by a chain, which consists of a set of connected 
nodes (as described in Figure 1). Each node of a chain has its previous node (= 0 for the fi rst node) and 
its next node (= 0 for the last node). A node also points towards one geometrical point and note that 
several nodes can point towards the same point, for example, a chain is closed only if the fi rst and the 
last node point towards the same point. This important feature allows topological properties of a set of 
chains to be kept even when a geometrical point is moved. The most important steps allowed by this 
application are listed below:

• image segmentation and description of contours by segment chains, 
• node and point editing (add, delete, move, defi ne as fi xed…),
• chain editing (add, delete, close, join, split…),
• addition of a chain type for further control of boundary conditions,
• chain re-sampling and orientation for further control of the mesh properties, mesh generation 

(the fi le format is suitable for EasyMesh, developed by Bojan Niceno: http://www-dinma.univ.trieste.
it/nirftc/research/easymesh),

• element editing (material type, local angle and density, spread angle and material type throug-
hout connecting zones).



Maderas. Ciencia y tecnología 10(3): 251-274, 2008

261

A Mesoscopic drying..: Perré and Turner

  Adding a node   Removing an existing node.

Figure 1: Synopsis of the data structure used in MeshPore, which enables simple operations such 
as adding or removing a node from an existing chain.

The operator can choose any solution between a full automatic treatment (suitable only on excellent 
images) to a complete manual treatment. Usually, an automatic segmentation allows a suitable chain 
structure to be generated. Then, the operator can correct obvious problems due to image defaults. Once 
a proper set of chains is obtained, they can be changed easily through an automatic change function, 
for example, the chain and hence the mesh refi nement, or the chain orientation to mesh, or the internal 
holes defi ned by closed chains.

The concept of a fi xed point is very important for a suitable mesh generation. It allows the corner 
to be kept when changing the chain refi nement and allows specifi c locations to remain fi xed during the 
mesh generation. By this way, these specifi c points will be kept as triangle vertices after mesh genera-
tion by EasyMesh.
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In this work, heterogeneous sections of softwood have been prepared using MeshPore. The starting 
point is an image of a carefully polished Spruce section. The following operations are applied to this 
image (refer to Figure 2):

- Density calibration of the grey level. In this procedure an affi ne relationship is assumed between 
the density and the grey level gl (ρ = a x gl + b). The average density and the classical density 
variation between earlywood and latewood is used to identify the two parameters.

- Automatic generation of the external contour.
- Manual generation of internal contours connected to this external contour to defi ne the annual 

growth rings. Points of these contours are fi xed points.
- Manual generation of internal contours in between successive annual growth rings. These con-

tours inform the mesh generator to produce coarser elements in this region of more homoge-
neous density. Points of these contours are referred to as free.

- Mesh generation using EasyMesh.
- Generation of material angle, next to the internal contours that defi ne the tangential direction, 

using MeshPore. The angle is then spread throughout the mesh using a subtle modulo-180° 
average routine, over two or three neighbors.

- Generation of the CVs used to solve the balance equations. The control volumes are formed 
directly from the triangular mesh by joining the centroids of the triangles to the midpoints of the 
triangle vertices.
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Figure 2: Meshing a spruce section at the macroscopic level: a) initial macroscopic view of the 
fl atsawn section, b) manual contours of the annual growth rings and within the annual ring (control 
of the mesh refi nement), c) mesh generated by easymesh d) material angle of all elements in contact 

with the annual ring contours e) material angle spread throughout the section f) local density map 
with the control volumes constructed from the Femesh (2307 elements).

a)

b)

c)

d)

e)

f)



Maderas. Ciencia y tecnología 10(3): 251-274, 2008

264

Universidad del Bío - Bío

The simulation results using both the homogeneous and heterogeneous drying model formulations 
are reported for the drying of the fl atsawn and quartersawn sections using the mesh shown in Figure 2 
and the refi ned mesh in Figure 3 respectively. For this R-T cross-sectional 2-D model, that prevents the 
highly permeable longitudinal direction to be taken into account, low temperature drying conditions 
with a dry bulb temperature of 60°C and wet bulb temperature of 45°C have been used. The air velocity 
used for the simulations was 2 m/s, yielding heat and mass exchange coeffi cients of 15 W m-2 K-1 and 
0.015 m s-1 respectively. Attention will be focused here on the specifi c behavior that can be captured by 
the heterogeneous model in comparison to the homogeneous variant.

a)

b)

c)

Figure 3: Possibilities offered by the mesh generation procedure: once the contours are construc-
ted from the initial image using MeshPore, the mesh refi nement can be easily 

chosen through the contour refi nement. 
Example for a quartersawn board: refi ned mesh = 2068 elements, coarse mesh = 1163 elements.

The homogeneous model 
The fi rst test was computed with the homogeneous quartersawn section. For this test, the physical 

properties do not depend on the position. They are calculated from the property values corresponding 
to the averaged density of this section (441 kg/m3). The initial moisture content is uniform and equal 
to 170% (dry basis). Note however that the spatial variation of the grain angle used in this run is as 
calculated by the mesh generation procedure. 
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It is clear from the three carpet plots depicted in Figure 4 that the moisture content variation in space 
for the homogeneous model is of a classical nature, with a smooth progression of the moisture content 
from its initial constant state to the equilibrium value established by the drying air characteristics. After 
2 hours of drying, the moisture content starts to fall at the exchange surfaces, with a pronounced effect 
along the edges where two orthogonal exchange surfaces exist. After 10 hours of drying, a two-zone 
process clearly appears; the peripheral zone is within the hygroscopic range surrounding a core of 
liquid water. Between these two zones, the deep moisture content gradient is due to the slow moisture 
migration at a low content of liquid water. Then, the drying process continues with the extension of the 
hygroscopic zone and the reduction of the liquid domain, which continues to diminish until it eventua-
lly vanishes from the section core.

Figure 4: Simulated MC fi elds for the homogeneous quartersawn section 
(2, 10 and 25 hours of drying)
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The averaged moisture content decreases from 170% down to about 25 % in 40 hours (Figure 5). 
The difference in drying kinetics between the surface (mid-width) and the core of the section highlights 
the large moisture content gradient that exists throughout the process. Two distinct periods are evident 
on the temperature evolution, namely the constant rate period and the falling rate period. Surprisingly, 
the core temperature is larger than the surface temperature at the end of the constant drying rate period. 
This is due to a two-dimensional effect: the edges dry faster and are fi rst to enter the second drying rate 
period. As a consequence, the temperature is larger than the wet bulb temperature, heating up the core 
of the section by conduction, while the surface at the mid-width remains at the wet bulb temperature as 
a result of the evaporation.

Figure 5: Drying kinetics obtained for the homogeneous quartersawn section: average moisture 
content and surface and core position (MC and temperature).

The quartersawn heterogeneous section
In the case of the heterogeneous model the initial moisture content fi eld is not uniform and has to 

be computed prior to the commencement of the drying simulation. This process results in a moisture 
content fi eld that ensures a uniform liquid pressure (Perré and Turner 2002). The infl uence of the strong 
density variation across the growth rings can be observed clearly, with the initial moisture fi eld being 
higher in the earlywood regions and lower in the latewood regions of the wood sample (see Figure 6). 
After 4 hours of drying, a “macroscopic” moisture content gradient is evident (from the inner part of the 
section towards the exchange surfaces), together with a “microscopic” moisture gradient due to the lo-
cal heterogeneities of the porous medium. This is a typical consequence of the mesoscopic approach.
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Figure 6: Simulated MC fi elds for the heterogeneous quartersawn 
section (initial fi eld, 4 and 10 hours of drying).

Keeping in mind that the pores in the latewood component of the annual ring are smaller than in the 
earlywood component, stronger capillary forces become evident in latewood. As the drying proceeds, 
the earlywood locations are fi rst to tend towards the fi bre saturation point and thereafter the latewood 
locations attain this value. This leads to what can be coined as an “inversion” of the moisture content 
fi eld whereby the MC of earlywood becomes less than the MC in latewood. This inversion starts to 
appear at 10 hours of drying and is fully developed by 20 hours (see Figure 7). Once the surface mois-
ture content reaches the hygroscopic range a reduction in the external vapour fl ux causes the overall 
drying rate to slow. The drying air now begins to heat the board and the sample case appears dry. 
Two zones are now clearly evident - an inner zone where liquid migration again distinctly follows the 
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growth ring pattern, and a surface zone where only bound water migration and water vapour diffusion 
occur. Then, as for the homogeneous model, the zone of liquid water reduces and fi nally disappears in 
the core of the section. Note that, in the domain of bound water, the liquid pressure is no longer invol-
ved and the fi eld in the peripheral zones resembles that computed by the homogeneous model.

The drying kinetics computed for the heterogeneous sample shown in Figure 8 are slightly faster 
than those depicted for the homogeneous model given in Figure 5, with an averaged moisture content 
decreasing from 170% down to about 20 % in around 40 hours. This fi gure succinctly highlights the 
inversion of the drying curve between earlywood and latewood, both at the surface and in the core of 
the section. Indeed, at a same “macroscopic” location, the latewood part starts to dry signifi cantly only 
once the earlywood part next to it reaches a MC low enough for its capillary pressure to attain the one 
of saturated latewood.

Figure 7: Simulated MC fi elds for the heterogeneous quartersawn section 
(20, 30 and 40 hours of drying).
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Figure 8: Drying kinetics obtained for the heterogeneous quartersawn section: average moisture 
content and typical earlywood and latewood points (surface and core). 

Note fi nally that although there is a considerable impact on the moisture evolution due to the lo-
cal heterogeneities in the board, this impact is almost unnoticeable in the temperature fi elds. For this 
reason, only a single carpet plot of the temperature distribution for the heterogeneous section has been 
exhibited in Figure 9. At 13 hours of drying, the edges of the section have already entered the falling 
rate period, which is evidenced by the signifi cant increase in temperature along the edges to values 
(~55°C) that are higher than the wet bulb temperature. At the mid-width of the sample one can observe 
fl uctuations in the temperature fi eld, which can be easily explained by noting the evolution of the local 
moisture content in these regions. In particular, some latewood parts of the surface still contain liquid 
water that cause the temperature to remain at the wet bulb temperature, while other parts of the sample 
that have entered into the hygroscopic domain start to increase in temperature with the aid of the higher 
edge temperatures.

Figure 9: One selected temperature fi eld for the heterogeneous quartersawn section 
at 13 hours of drying.
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The false quarter-sawn board
The results computed with the fl atsawn section shown in Figure 10 depict several similarities to 

the quartersawn section, including the shape of the initial moisture content fi eld, the contrast between 
the liquid and the hygroscopic zones, and the inversion of moisture content between earlywood and 
latewood. However, one major difference has to be emphasised: the heterogeneities due to the annual 
rings now act in series rather than in parallel. Therefore, the difference between the macroscopic and 
the mesoscopic effects is reduced, with a larger effect of the macroscopic behaviour evident. Conse-
quently, the MC fi eld at 15 hours resembles that of the homogeneous model. This trend can also be 
confi rmed from the proceeding fi gures of the evolution of the MC fi elds, which are not shown here.

Figure 10: Simulated MC fi elds for the heterogeneous fl atsawn section
 (initial fi eld, 4 and 15 hours of drying).
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CONCLUSIONS
We have reviewed our previous research concerning a heterogeneous wood drying model and re-

visited some of the important aspects of the background theory. In particular, we have summarised the 
wood physical properties as functions of density for use in this model. Another essential requirement of 
the model is the underlying virtual board description that captures directly from wood section images 
the material structure and density variation across growth rings. We have described the sophisticated 
software that has been developed specifi cally to generate this virtual description for both quartersawn 
and fl atsawn sections and exhibited the fi nal meshes from which drying simulations can be perfor-
med.

Low temperature drying simulations were then carried out for both heterogenous and homoge-
neous model variants and comparisons were made of the resulting MC fi eld evolution. It was clear that 
a substantially different behaviour was observed for the heterogeneous model, which enabled more 
realistic drying effects to be realised, including the heterogeneous initial MC fi eld, the fast drying 
of earlywood, and the late removal of liquid water in latewood. Another key fi nding was that whilst 
dramatic changes were observed for the MC fi elds, little impact could be noted in the associated tem-
perature distributions for the sample. Nevertheless the heterogeneous model was able to reveal some 
subtleties along the edges that are not possible to capture using the homogeneous model. In comparing 
the drying of quartersawn and fl atsawn boards we remark that the effect of the heterogeneous nature 
of the MC fi elds is diminished somewhat when the growth rings act in series (fl atsawn) rather than in 
parallel (quartersawn).

The next stages of the research are :
- to validate the simulated results using non-destructive techniques allowing the moisture content 

fi elds to be obtained with a relevant spatial resolution. By its ability to focus on water only, NMR ima-
ging (Deurer et al. 2002, Almeida et al. 2008) is certainly more adapted for this purpose than X-ray 
tomography (Wiberg and Morén 1999).

- to extend the current formulation to a completely three-dimensional setting that accounts for the 
longitudinal effects evident during drying, which are extremely important when simulating high tem-
perature drying or vacuum drying processes.
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