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ABSTRACT

The effects of wollastonite fibers on the physical and mechanical properties of medium-density 
fiberboards composed of wood fibers with up to 10 % camel-thorn chips were studied. Approximately 
30 % of the wollastonite fibers were less than 100 nm while the remainder were less than 1 μm. 
Wollastonite fibers significantly improved most of the physical and mechanical properties while addition 
of camel-thorn produced more variable effects on panel properties. Up to 10 % camel-thorn could be 
added to panels without negative effects. A combination of 10% camel-thorn and 5% wollastonite 
fibers produced panels with the best properties. 

Keywords:  Camel-thorn weed, minerals, nano-materials, particleboard, thermal conductivity 
coefficient, wollastonite, wood-composite.  

INTRODUCTION

Wood is a valuable material that can be used in a variety of applications. However, natural 
regeneration of trees cannot satisfy the growing demand for this raw material in some parts of the 
world. While solid wood is generally preferred for most applications, a variety of composite panels 
have emerged to allow for production of larger dimension materials from a variety of lignocellulosic 
materials (Xing et al. 2007, Zini & Scandola 2011, Nayeri et al. 2013). A shortage of raw materials in 
some regions has stimulated a search for new fiber sources for panel production.  Potential natural or 
synthetic fibers, such as kenaf fibers, rice straw, chicken-feather, and glass fibers have been explored 
for these applications (Joshi et al. 2004, Juliana et al. 2012, Taghiyari et al. 2014a). These materials 
have differing effects on panel properties and any substitute must be thoroughly explored to ensure that 
it is compatible with the production process and results in a panel with acceptable material properties. 

Camel-thorn (Alhagi maurorum) is a native plant of Western Europe and central Asia that has 
become an agricultural weed that competes for nutrients with crop plants.  Camel-thorn is a spiny shrub 
that forms large patches by vegetative propagation by rhizomes (underground stems). While there are 
no estimates of the volumes available in Iran, it is considered a weed in agricultural field. However, it 
can be useful for preventing soil erosion in deserts and non-agricultural fields.  This material might be 
useful as an extender or replacement for wood in composite panel products. 
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Over the last two decades, nanotechnology has been used to improve the properties of many 
materials including solid wood and wood-composite panels. Examples include the use of metal nano-
particles to increase thermal conductivity, to enhance panel pressing (Khojier et al. 2010, Drelish 2013, 
Saber et al. 2013), the use of  nano-copper or silver particles to improve resistance to microbial attack 
(Akhtari et al. 2013, Maresi et al. 2013, Taghiyari et al. 2014a) and the addition of nano-wollastonite to 
enhance fire resistance (Ozdemir and Tutus 2013, Taghiyari et al. 2013a, 2014).  Nano particles appear 
to produce a series of unique changes in material properties not produced with larger particles of the 
same material (Li 2012). 

Wollastonite is a calcium silicate mineral that enhances plant growth and reduces the effects 
of certain pathogens, including fungi (Aitken 2010). It has minimal effects on humans or wildlife, 
although long term exposure studies have not yet been performed (Huuskonen et al. 1983, Maxim & 
McConnell 2005, Maxim et al. 2014a,b). Wollastonite has a high thermal conductivity coefficient that 
could accelerate the transfer of heat from hot-press plates and facilitate resin curing in the center of the 
mat (Taghiyari et al. 2013b, 2014b). Enhanced curing can improve the properties of wood-based panel 
products such as medium density fiberboard.  Therefore, the present study examined the effects of the 
addition of wollastonite fibers (NW) to medium-density fiberboards (MDF) panels on the physical and 
mechanical properties of medium-density fiberboard with different NW-contents as a possible fiber 
extender. 

EXPERIMENTAL METHODS

 
       Specimen preparation

Defibrillated fibers composed of beech (Fagus orientalis), alder (Alnus glutinosa), maple (Acer 
hyrcanum), hornbeam (Carpinus betulus), and three poplar species (Populus nigra, Populus deltoides, 
and Populus euroamericana) wood were obtained (Sanaye Choobe Khazar Company, Iran).  Camel-
thorn (Alhagi maurorum) was gathered from fields in a Tehran suburb. The material was air-dried, 
ground with a Pallmann grinder (type: PHT 120 × 430) and then with a Pallmann flaker (type: PZ8) to 
prepare the chips. A 100 g sample of camel thorn particles was taken to determine particle dimensions 
(+/- 0,01 mm). The particles averaged 8,53 mm long by 0,98 mm thick and had a slenderness ratio of 
8,6. The camel thorn particles were added at rates of 5 or 10 % (w/w) to the wood fibers and thoroughly 
mixed prior to use.

Wollastonite application

Wollastonite (NW) (Vard Manufacturing Company of Mineral and Industrial Products, Iran) 
contained a mixture of 30 % particles that were no more than 100 nm long and the remainder that 
were no more than 1 μm in length (Table 1). Dry NW was blended with liquid urea formaldehyde (UF) 
resin at three different levels (0, 5 and 10 % w/w/ NW in UF resin). MDF panels contained 10% of 
UF with a viscosity of  200-400 cP , 47 seconds of gel time, and a density of 1,277 g/cm3 (Sari Resin 
Manufacturing Company, Sari, Iran). Solid content of the UF resin was 56%.
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Table 1. Composition of the Wollastonite evaluated in the study.
(Taghiyari et al. 2013b, Taghiyari et al. 2013c) 

Component Proportion (% w/w)
CaO 39,77
SiO2 46,96
Al2O3 3,95
Fe2O3 2,79
TiO2 0,22
K2O 0,04
MgO 1,39
Na2O 0,16
SO3 0,05

Water 4,67

Panel manufacturing

A dry process was used to produce the MDF panels. UF resin was added at a rate of 10% based on 
the dry weight of wood fibers. The NW/UF mixture was sprayed on the wood fibers with or without 5 
or 10 % camel thorn particles and thoroughly mixed in a rotating drum before hot pressing.  Average 
moisture content at the time of pressing was 7,35 %. The blended fibers were manually poured into a 
43 × 43 cm frame to form the mat which was then pressed at 170 °C and 16 N/mm2 for 7 minutes to 
produce 16 mm thick panels with a target density of 750 kg/m3. Five replicate boards were made for 
each treatment and the panels were conditioned at 25±2 °C and 45±3% relative humidity for two weeks 
after pressing. The outer 30 mm around each panel was cut away prior to sample preparation to remove 
less consolidated panel material that might not be representative of a full size panel. 

Panel Testing

Specimens were cut from the panels for physical and mechanical tests according to the procedures 
described in ISIRI Standard 9044 PB Type 2 which is similar to procedures described in ASTM 
Standard D-1037 (Table 2). Each test was performed on two samples cut from each of the five panels 
prepared for each treatment variable.

Table 2. Dimensions of samples used for evaluating properties of MDF panels.

Test Sample Dimensions (mm)
Center Point Loading (MOR/MOE) 400 × 75 (loading span: 320)
Internal Bond Strength (IB) 75 × 75
Thickness Swelling/Water absorption 75 × 75 
Hardness 150 × 75 
Each test procedure was performed on two samples cut from each of five panels per treatment.

Center point loading tests were performed on an Instron 4486 Universal Testing machine over a 
320 mm span. The samples were loaded at a rate of 2 mm per minute and load/deflection data were 
continuously recorded. These data were used to calculate modulus of elasticity (MOE) and modulus of 
rupture (MOR).  

Internal bond strength was determined by gluing aluminum blocks to each face of the test sample 
and then pulling the blocks apart. Internal bond strength (IB) was calculated as the load required to 
break the sample over the surface area.
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Water absorption was measured by weighing samples before and after 2 or 24 hours of soaking in 
distilled water.  Thickness swelling was determined on the same samples by measuring thickness at 
pre-determined points on each sample before and after the water immersion.  

Panel hardness was assessed using a 11,28 mm diameter modified Janka ball a with a projected 
impact area of 100 mm2. Two test specimens were bound together to produce the 32 mm thickness to 
cover the minimum thickness of 25 mm specified in the standard and two tests were made on each of 
the flat faces. The data were averaged for each panel. Loading was applied at a uniform rate of 4 mm/
min to a penetration depth of 5,4 mm.

SEM imaging 

The distribution of wollastonite in the MDF was evaluated by sputter-coating small samples with 
gold-palladium and then examining these samples under a field emission scanning electron microscope 
at an accelerating voltage of 20 kV. Specimens were first positioned in a vacuum mini-chamber before 
the coating and SEM imaging were carried out. At least two samples from each wollastonite treatment 
were examined and four fields were observed on each specimen.  The results were intended to provide 
a qualitative measure of wollastonite distribution.

Statistical analysis

The data were subjected to a two-way analysis of variance (ANOVA) using SAS software, version 
9.2 (2010) at a 95% level of confidence. 

RESULTS AND DISCUSSION

Flexural Properties

The addition of camel thorn particles had no noticeable effect on either MOE or MOR of the 
resulting MDF panels (P < 0,236) (Figures 1, 2).  The addition of wollastonite to wood-based panels 
had no effect at 5 % NW, but produced significant improvements in MOR and MOE when 10 % NW 
was added (P < 0,008).  Similar, but less substantial improvements were noted in panels containing 
the wood/camel thorn mixtures.  Wollastonite has the potential to improve heat transfer properties 
(Taghiyari et al. 2013b,c, 2014b). Enhanced heat transfer would result in more efficient resin curing 
that might translate into improved panel properties.
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Figure 1. Effect of addition of camel thorn particles and/or wollastonite on modulus of rupture 
of MDF panels (values represent averages of 10 replicates per variable. Error bars represent one 

standard deviation) (NW=nanowollastonite; CamTh=Camel thorn).
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Figure 2. Effect of addition of camel thorn particles and/or wollastonite on modulus of elasticity 
of MDF panels (values represent averages of 10 replicates per variable. Error bars represent one 

standard deviation) (NW=nanowollastonite; CamTh=Camel thorn).

Water Absorption

MDF panels are typically used in interior applications, but still need to exhibit some resistance 
to water absorption.  The addition of camel thorn had no significant effect on water absorption after 2 
or 24 hours of immersion (P < 0,16) (Figure 3).  The addition of 5 % NW to wood MDF panels also 
had no noticeable effect on water absorption, but the addition of 10 % NW significantly reduced water 
uptake (P < 0,02). The addition of NW to panels containing 5 % camel thorn particles had no effect on 
water uptake, while adding 10 % NW had a slight, though not statistically significant effect (P < 0,09).   
The addition of NW to panels containing 10 % camel thorn particles produced noticeable reductions 
in average water uptake after 2 hours of immersion, but the differences were not significant (P < 0,09). 
The effect diminished slightly after 24 hours of immersion, but the combination of NW and camel thorn 
did appear to improve short term moisture resistance.
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Figure 3. Effect of addition of wollastonite and/or camel thorn particles to wood based MCDF 
on water absorption after 2 or 24 hours of immersion (values represent averages of 10 replicates per 

variable. Error bars represent one standard deviation) (NW=nanowollastonite; CamTh=Camel thorn).

Thickness swelling

The addition of 5 % camel thorn to wood-based MDF produced a slight increase in thickness swelling 
(P < 0,11); while addition of 10 % camel thorn produced a significant reduction in thickness swelling 
(P < 0,03) (Figure 4). Panels with 5% NW showed slight decrease in swelling (P < 0,07) while those 
with 10% NW had significantly lower thickness swell values than those with wood alone (P < 0,005).  
The results were surprising given the small differences found with water absorption.   The potential for 
NW to enhance heat transfer and improve resin curing might also improve the degree to which the resin 
protected the fibers. NW also has a somewhat lower tendency to sorb water, although this effect would 
be relatively small given the low percentage of NW in the panels.  NW has the potential to react with 
hydroxyl and methoxy groups in the lignocellulosic matrix which would reduce the hygroscopicity 
of the panel (Taghiyari et al. 2013 bc). Similar interactions have been noted between nano-clays and 
wood (Rangavar 2005). These reactions would also have the potential to improve flexural properties 
of the resulting panels.  It is unclear why the presence of camel thorn particles enhanced resistance to 
thickness swell without producing a corresponding reduction in water absorption. 
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Figure 4. Effect of addition of wollastonite and/or camel thorn particles to wood based MCDF 
on thickness swelling after 2 or 24 hours of immersion (values represent averages of 10 replicates per 
variable. Error bars represent one standard deviation) (NW=nanowollastonite; CamTh=Camel thorn).

Internal Bond Strength

The addition of camel thorn had no significant effect on internal bond strength of the panels (P < 
0,34) (Figure 5). This would allow camel thorn to be used as an extender without adversely affecting 
this property.  The addition of 5 or 10 % NW to all wood MDF or wood MDF amended with 10 % camel 
thorn was associated with significantly higher IB strength (P < 0,048); but had no noticeable effect on 
IB of panels amended with 5 % camel thorn alone. The improvement in IB values in NW-treated panels 
was again attributed to the increase in thermal conductivity; but it is unclear why the lower level of 
camel thorn did not improve properties, given the noticeable effects of NW on the non-amended panels.

Figure 5. Effect of addition of wollastonite and/or camel thorn particles to wood based MCDF 
on internal bond strength (values represent averages of 10 replicates per variable. Error bars represent 

one standard deviation) (NW=nanowollastonite; CamTh=Camel thorn).
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Hardness

There were slight variations in panel hardness among the various treatments, but addition of either 
camel thorn or NW had no significant effect on hardness (P < 0,094) (Figure 6).  Hardness can be 
affected by a variety of factors, but the most important would be the pressing conditions employed. 
Rapid press closure is likely to produce panels with higher surface densities that would have higher 
hardness values but all panels were produced using the same pressing conditions. The results suggest 
that hardness was only slightly affected by either NW or camel thorn. 

Figure 6. Effect of addition of wollastonite and/or camel thorn particles to wood based MCDF 
on hardness (values represent averages of 10 replicates per variable. Error bars represent one standard 

deviation) (NW=nanowollastonite; CamTh=Camel thorn).

Scanning Electron Microscopic (SEM) Examination

SEM examination was only useful for assessing the distribution of NW in the panels. NW appeared 
to be evenly distributed within the panels, suggesting that it was easily blended in the resin during 
processing to uniformly transfer the heat through the MDF mat during hot pressing (Figure 7).
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Figure 7. Scanning electronic micrograph showing locations of wollastonite particles in the 
interior of a MDF panel amended with 5% NW.

CONCLUSIONS 

The addition of wollastonite significantly improved the physical and mechanical properties in medium-
density fiberboard made from wood fibers and camel-thorn chips. The addition of camel thorn chips did not 
negatively affect panel properties suggesting that this material might be useful substitute for wood fiber  
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