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EVALUATION OF WOOD SURFACE COATING  
PERFORMANCE USING WATER BASED, SOLVENT BASED AND 

POWDER COATING

Ender Hazir1,♠, Kücük Huseyin Koc2

ABSTRACT

The objective of this study was to evaluate the surface coating performance using water base, solvent base 
and powder coating on medium density fiberboard. Samples were coated using water-base, solvent-base and 
powder coating. Coating performance was performed by using adhesion strength, surface coating hardness, 
layer thickness and rapid deformation test. The results were analyzed with two different statistical methods. 
Adhesion strength, layer thickness and surface hardness were determined by using ANOVA analysis, while 
results of rapid deformation test were analyzed by using Kruskal-Wallis method. According to these results, 
coating type was effective factor on the adhesion strength, surface coating hardness, layer thickness and rapid 
deformation test. Water-based painting application for adhesion strength and impact deformation resistance 
were higher than solvent-based coating. In the powder coating application, although surface coating hardness 
was higher than solvent and water base coating application, rapid deformation results were lower than solvent 
and water base coating applications. Adequacy of models was performed R-square (R²) and Adjusted R-square 
(Adj-R2) values. R2 values of adhesion strength, layer hardness and film layer thickness were 93,60 %; 95,33 
% and 73,90 %, respectively. Adj-R2 values of adhesion strength, layer hardness and film layer thickness were 
93,45 %; 95,23 % and 73,30 %, respectively.

Keywords: Adhesion strength, coating hardness, coating thickness, layer hardness, medium-density 
fiberboard.

INTRODUCTION

Particleboard, fiberboard and wood based materials are widely used in furniture industry and cabinet pro-
duction. Surface quality and type of the coating material are two significant factors influencing overall quality 
of the product (Ahola 1991, De Moura and Hernandez 2006, Ramananantoandro et al. 2018, Salca et al. 2017). 
It is a well-known fact that coating performance namely adhesion is depended on hygroscopic characteristic of 
wood composite panels. Therefore, coating type plays an important role on coating performance such as good 
bonding, coating hardness, abrasion resistance, UV resistance and film thickness (Salca et al. 2016 Sogutlu et 
al. 2016, Nejad and Cooper 2011, Darmawan et al. 2018, Erdinler et al. 2019). Coating applications of var-
nishes, stain and painting are the most popular method in order to enhance the stability and appearance of the 
wood and wood based materials. Surface coatings, as one of the final stages of production in wooden furniture 
and decoration applications, constitute the majority of production cost. In addition to this, it is effective in the 
performance of the products and the preferences of the customers. Moreover, these applications extend the 
service life. A good surface finishing increases the usage properties of the product (Cool and Hernandez 2011, 
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Landry et al. 2013). Medium density fiberboard and particleboards gradually increases in furniture and dec-
oration applications due to covering surface treatments. Although there are various national and international 
standards of surface coatings and their characteristics, it’s seen that the required importance is not considered 
in application and the controls remain at subjective evaluation level. Therefore, in the majority of the applica-
tions, the surface coatings may cause an increase in the production costs, prevent achieving the desired surface 
performance values and decreased surface coating performance (Acda et al. 2012, Nejad et al. 2012, Dilik et 
al. 2015, Gurleyen et al. 2017). 

Hernandez and Cool (2008) evaluated three surfacing methods on paper birch wood in relation to water 
and solvent borne coating performance. Coating performance was determined by using pull-off strength test. 
The results showed that the water base coating of adhesion strength was higher than solvent borne coating.

Jocham et al. (2012) used pre-heating process in order to improve the powder application during the pow-
der coating process for MDFs. According to the results, board temperature and moisture content were effective 
parameters to improve the adhesion strength. 

Keskin and Tekin (2011) determined the abrasion resistance of cellulosic, synthetic, polyurethane, water-
borne and acid hardening varnishes for Scota pine, Oriental beech, European oak, Black poplar, Basswood and 
Black walnut woods. It was found that varnish type and amount of layer thickness were significant factors for 
abrasion resistance. 

Cakicier et al. (2011) studied the effects of different heat treatment and varnish coating on hardness, 
scratch resistance and glossiness of wood materials such as limba, iroka, ash and chestnut. In the different heat 
treatment application, coating hardness and scratch resistance decreased for the all wood species.

Rield et al. (2014) used to determine the effect of atmospheric pressure plasma treatment on wood surface 
coating performance using contact angle measurement and pull off testing. The results showed that type of 
plasma gases and treatment time were significant factors on the wettability and adhesion strength for maple 
and spruce wood samples.

Dilik et al. (2015) evaluated adhesive strength of particleboard and medium density fiberboard (MDF) 
finished with different types of paints such as cellulosic and polyurethane based paints. The highest adhesion 
strength value of 3,62 MPa was found for polyurethane coated MDF samples. 

MATERIALS AND METHODS

Experimental procedure

This experimental procedure involved four steps in order to determine the coating performance. These 
steps were:

The coating factors were selected as painting type such as water base, solvent base and powder coating. 
Adhesion strength, surface hardness, layer thickness and rapid-deformation test were used to determine the 
coating performance.

Grubb’s test was used to determine the outlier value. Analysis for normal distribution data were performed 
by using probability plot with 95 % interval confidence. One-way ANOVA analysis was applied to determine 
the significant parameters. Tukey test was used to determine the difference between the groups. Rapid defor-
mation test was evaluated with Kruskal-Wallis method. 

ANOVA analysis was performed by using R-square (R²) and adjusted coefficient of (R²-adj) values.

Adequacy of developed model was tested by performing normal probability plot (NPP) and histogram of 
residuals. 
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Preparation of wood-based material

MDF (medium density fiberboard) was selected as test material in order to determine the coating perfor-
mance. A total of 90 specimens with dimensions of 100 mm by 100 mm by 18 mm were conditioned in climate 
at (20 ± 2) ºC and (65 ± 5) % relative humidity (RH) until they reach a moisture content of (10±1) %. Density 
value of MDF was measured as 0,76 g/cm³. The experiments were conducted on a sanding process known as 
belt sanding machine. Open coat aluminum oxide abrasive type was used to prepare the samples. The MDF 
materials were sanded with feed rate of 5 m/min, cutting speed of 18 m/sec and grit size of 150 as belt tension 
of 3 kg/cm². 

Preparation of wood coating surface

In this study, three different coating materials such as water-based, solvent-based and powder coating 
applications were applied on the MDF samples. MDF samples were conditioned in a climate room having a 
temperature of 20° C and relative humidity of 65% until they reach a moisture content of 8-10% before they 
were coated with various types of finishes. In the water-base and solvent-based coating application, specimens 
were coated with a pneumatic-spray gun using a pressure of 0,80 MPa. Each of the surface panels with an angle 
of 90 degrees were applied primer and top coat of the finishes. 

In the powder coating application, the MDF surfaces were not subjected to any chemical pretreatments. 
The application of heat prior to application provides an even earthing of the substrate for deposition of the 
powder. After the MDF board was pre-conditioned with convection heat 3 mins at 120°C, the samples were 
stoved on the air temperature with 10 minutes at 140°C. In the powder coating system, application of primer 
coating thickness and top coating thickness was applied 80-120 mµ and 70-100 mµ, respectively.

Evaluation of the coating performance

Adhesion strength measurement

Adhesion strength is one of the most significant indicator for determining the coating performance. It is 
affected the good coating, resistance and durability performance. In this study, pull-off test method was used to 
determine the adhesive performance. The test method was carried out EN ISO 4624-2016.

Coating hardness measurement

Coating hardness is a significant quality characteristic for evaluating the behavior of the finished product 
during its transport and manufacturing process. Hardness effects many various properties such as impact resis-
tance, stretches and abrasion effects for final products. In this study, EN ISO 1522-2016 method was applied to 
measure the samples. It is a damping method to evaluate the coating hardness equipped with konig pendulum 
apparatus.

Film thickness measurement

Film thickness is one of the important index of coating performance and appearance. As wood and wood 
based material have a complex structure, values of film thickness measurement have a different variance. In 
this study, the layer thicknesses of the coats were measured with PosiTector. This equipment is a non-destruc-
tive method and it measure the layer thickness of between 20 and 300 mµ.

Rapid-deformation test

Rapid-deformation tests evaluate the effects of accidental contact damage that may occur during use. They 
are usually carried out by the direct evaluation of the effect of a falling object, sphere or dart of specified shape 
and hardness, onto the tested surface form different heights. During impact on coated surfaces, the deformation 
of the substrate can be relevant, significantly affecting the final results. It is of importance that the coating film 
is flexible enough to withstand, to a certain extent, the stretching at the fringes of the deformation without any 
cracking or cleavage. In this study, EN ISO 4211-4-2017 test was used to measure the specimens.
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Statistical procedure

In this study, in order to determine the quality characteristics of adhesion strength, coating hardness, layer 
thickness and impact deformation test, (30x3) measurements were taken for each quality characteristic. The 
Anderson-Darling test is used to test if a sample of data came from a population with a specific distribution. 
Grubb’s method was used to determine the outlier analyzes. This test detects outliers from normal distribu-
tions. The test can detect one outlier at a time with different probabilities from a data set with assumed normal 
distribution. Analysis of variance and Tukey’s test were applied to evaluate the effective parameters. 

Analysis of variance

Analysis of variance (ANOVA) based F-test was applied to evaluate the significance factor on the coating 
performance. This analysis investigates the following for each parameter are given in Equation 1 and Equation 
2:

( )
0 1 2

1

: ...
: for at least one pair ,i j

H
H i j

αµ µ µ
µ µ

= = = 
≠ 

       (1)

The F value is calculated by:

0
1A A

E E

SS MSF
SS N MS

α
α

−
= =

−
      (2)

The terms of (α-1) and (N-α) are the degrees of freedom and the error degrees of freedom for the parameter 
A, respectively. MSA and MSE are indicated the sum squares of means and errors for the variable A, respectively. 
The null hypothesis is rejected when the F0 is higher than critical value of Fα,α-1,N-α, where α is the level of the 
significance . 

Tukey’s test

Tukey’s multiple comparison test is one of several tests that can be used to determine which means amongst 
a set of means differ from the rest. It is to use a one-way analysis of variance (ANOVA) to evaluate whether 
there is any evidence that the means of the populations differ. Tukey multiple comparison test assumes that the 
data from the different groups come from populations where the observations have a normal distribution and 
the standard deviation is the same for each group.

Non-Parametric test

Kruskal-Wallis test is a nonparametric test, and is used to categorical independent variable for two or more 
groups. Kruskal-Wallis test can be used for both continuous and ordinal-level dependent variables. The Krus-
kal-Wallis test statistic for k samples, each of size ni is given in Equation 3 and Equation 4:
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Where N is the total number (all ni) and Ri is the sum of the ranks (from all samples pooled) for the each 
sample.
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RESULTS AND DISCUSSION

The results of adhesion strength, layer thickness and coating hardness for solvent base, water base and 
powder coating are given in the (Table 1). For each type of coating types, 30 x 3 arrays were measured and 
these results were evaluated with ANOVA analysis. In order to reduce the variation during measurement, the 
measurements were performed in a random order for determining the coating performance.

Table 1: Coating performance results for water based, solvent based and powder coating.

Analysis of adhesion strength, layer thickness and coating hardness

Probability plot of coatings adhesion strength values of for solvent base, water base and powder coating 
is displayed in (Figure 1). This plot was presented with results of mean, standard deviation (StDev), sample 
size (N), Andersen darling test (AD) and P-critical values. According to the results of 95% confidence level, 
P-values were high than 0,05 showing the model the observations have a normal distribution. Water-based, 



                Maderas. Ciencia y tecnología 21(4): 467 - 480, 2019

                                                                                                                

Universidad del Bío-Bío

472

powder coating and solvent-based mean values for adhesion strength were found as 3,176; 2,717 and 2,196 
MPa respectively.

Figure 1: Probability plot of coatings adhesion strength values of for solvent-based, water- based and pow-
der coating.

Probability plot of coatings hardness values of for solvent base, water base and powder coating is dis-
played in (Figure 2). Powder coating, water-based and solvent-based mean values for coating hardness were 
found as 327,2; 288,7 and 231,4; respectively. In (Figure 3), powder coating, water-based and solvent-based 
mean values for coating layer thickness values were found as 187,7; 166,8 and 163,8 mµ respectively.

Figure 2: Probability plot of coatings adhesion strength values of for solvent base, water base and powder 
coating.
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Figure 3: Probability plot of coatings layer thickness values of for solvent base, water base and powder coat-
ing.

Outlier test results are given in Table 2, Table 3 and Table 4. These results were presented with results of 
sample size (N), standard deviation (StDev), minimum value (Min), maximum value (Max), Grubb’s test (G) 
and P-critical values. According to the results, at the 5% level of significance was not outlier values for adhe-
sion strength, layer thickness and coating hardness.

Table 2: Result of outlier test for adhesion strength.

Table 3: Result of outlier test for coating hardness.

Table 4: Result of outlier test for layer thickness.
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Table 5, Table 6 and Table 7 displayed the P -value is less than 0,05 showing the model is significant 
at 95% confidence level. All the terms of model were tested and verified statistically by F-test at probability 
levels (p<0,05). Adequacy of model for adhesion strength was tested by performing R² and Adj-R² values were 
93,60 % and 93,45 %, respectively. Adequacy of model for coating hardness was tested by performing with R² 
and Adj-R² values were 95,33 % and 95,23 %, respectively. Adequacy of model for layer thickness was tested 
by performing with R² and Adj-R² values were 73,90 % and 73,30 %, respectively.

Table 5: ANOVA analysis for adhesion strength.

Table 6: ANOVA analysis for surface coating hardness.

Table 7: ANOVA analysis for layer thickness.

In Table 8, Table 9 and Table 10, dual comparisons were performed employing Tukey’s test. These results 
show that two pairs of each group were compared and the mean difference between the groups was given nu-
merically. These numerical values indicated the significant difference between the averages of these factors for 
adhesion strength, layer thickness and coating hardness.

Table 8: Tukey’s test results for adhesion strength.

Table 9: Tukey’s test results for surface coating hardness.
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Table 10: Tukey’s test results for layer thickness.

Boxplot and Interval plot

The box plot is a standardized way of displaying the distribution of data based on the five number summa-
ry: minimum, first quartile, median, third quartile, and maximum. The interval plot shows a 95% confidence 
interval for the mean of each group. From the (Figure 4a and Figure 4b), water-based adhesion strength value 
was higher than solvent-based and powder coating values. In the (Figure 4c and Figure 4d), powder coating 
surface hardness value was higher than solvent-based and water-based coatings. In the (Figure 4e and Figure 
4f), powder coating layer thickness value was higher than solvent-based and water-based coatings.

Figure 4:  (a-b) Boxplot and interval plot results for adhesion strength (c-d) Boxplot and interval plot results 
for coating hardness (e-f) Boxplot and interval plot results for layer thickness.
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Evaluation of the adhesion strength, layer thickness and coating hardness model

Normality assumption is verified by applying the normal probability plot and histogram of residuals. From 
the (Figure 5a, Figure 5c and Figure 5e), as the residuals generally fall on a straight line implying, the errors 
were resembled the normal distribution. (Figure 5b, Figure 5d and Figure 5f) show standardized residuals, 
instead of ordinary, the residuals were applied to identify the outliers. Standardized residuals di was computed 
by Equation 5:

ij
i

E

e
d

MS
=       (5)

The term of EMS is mean error sum of square. In (Figure 5b, Figure 5d and Figure 5f), standardized re-
siduals values were found in interval -3≤ di ≤3. Therefore, the proposed approach was adequate and there was 
not any violation of the independence or constant variance assumption.

Figure 5: (a-c-e) Normal probability plot for standardized residuals (b-d-f) histogram of standardized resid-
uals.
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Analysis of rapid-deformation test

Rapid-Deformation test was performed according to EN ISO 4211-4-2017.  Steel ball with a diameter 
of 14 mm was dropped freely with a weight of 500 g. from the standardized heights on the sample surface.  
The deformations were observed and the resistances were determined representing impact value from 1 to 5; 
1 referring to holes, cracks and peel offs for non-resistant coating and 5 referring to no changes for resistant 
coating. The results of the evaluation using 30 samples are given in (Table 11).

Table 11: Results of rapid- deformation test.

Kruskal-Wallis test result is given in Table 12. It was presented with results of sample size (N), median, 
average of rank and Z-critical values. The results of average of rank for water-based, solvent-based and powder 
coating were 18,4; 17,1 and 11,0 respectively. According to these results, it is found that the deformation in the 
powder coated surface is higher than the other coating types.

Table 12: Result of Kruskal-Wallis test.

CONCLUSIONS

In this study, MDF samples were coated with water-base, polyurethane-base and powder coating appli-
cations. Adhesion strength, surface coating hardness and impact deformations test were used to evaluate the 
surface coating performance.
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The results are as follows:

Grubb’s test was used to find the outlier data. Analyze of the normally distribution data was performed by 
using normal probability plot. One-way ANOVA analysis was applied to determine the significant parameters. 
Tukey’s test was used to determine the significance differences for each group. Rapid deformation test was 
evaluated with Kruskal-Wallis method. 

The results of adhesion strength and surface coating hardness were analyzed by using ANOVA method. 
According to the results, coating type was the effective factor on strength adhesion, layer thickness and surface 
coating hardness. R2 values of adhesion strength, layer hardness and film layer thickness were 93,60 %; 95,33 
% and 73,90 %, respectively. Adj-R2 values of adhesion strength, layer hardness and film layer thickness were 
93,45 %; 95,23 % and 73,30 %, respectively. 

The highest layer thickness value was determined as powder coating application, while the lowest lay-
er thickness was determined as water and solvent-based application. The reason for this situation, the solid 
content ratio of powder coatings was higher than solvent and water based coatings. Moreover, powder coated 
MDF surface was applied with primer and top coat.

The highest adhesion resistance was found as water-base coating application, while the lowest resistance 
was determined as solvent-based application.  The highest surface coating hardness was resulted as powder 
coating application, while the lowest coating hardness was resulted as solvent-based application.

Coating type was the effective factor on the rapid-deformation test. The highest impact deformation resis-
tance was found as water-based application, while the lowest resistance is found as powder coating applica-
tion. The reason for this situation, water-based coating has more tough flexible than solvent based and powder 
coating. 

From the powder coating application, surface coating hardness test results were higher than solvent and 
water based coating application. The reasons for this can be explained by the fact that the coating types have 
different chemical structures. 
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