
ISSN impresa 0717-3644 
ISSN online 0718-221X

                Maderas. Ciencia y tecnología 22(3): 335 - 346, 2020

       

                DOI: 10.4067/S0718-221X2020005000308

335

LIQUID WATER ABSORPTION IN COATED NORWAY SPRUCE: 
IMPACT OF HEARTWOOD, SAPWOOD, DENSITY AND WEATHER 

EXPOSURE

Tinh Sjökvist1,♠, Åsa Blom1, Sheikh Ali Ahmed1

ABSTRACT

Water is one of the most significant factors for the durability of wood. A common solution is to use a 
coating to protect and maintain low water content. However, little knowledge exists how the underlying wood 
substrate affects the water sorption of coated wood. Therefore, the liquid water absorption of coated and un-
coated Norway spruce heartwood and sapwood with a variety of densities was measured by letting the panels 
float freely in the water. The effect of one year weathering of the coatings was also included. Coated heartwood 
and sapwood had no difference in water absorption in opposite to uncoated spruce. The influence of heartwood 
and sapwood seemed to have limited impact when a coating hindered the presence of free water. Wood density 
had a positive effect on the absorption of coated wood, i.e. low absorption for low-density samples, in opposite 
to uncoated samples. Low-density characteristic also contributed to a lower increase of water absorption after 
weather degradation, for samples with water-borne coatings. Natural weathering enhanced the effect of wood 
characteristics on coated samples, likely by an increase of coating permeability.

Keywords: Alkyd, acrylic, coating permeability, linseed oil, moisture content, Picea abies, wood durabi-
lity

INTRODUCTION

The transcendence towards a bio-based economy has increased the interest of tall wood buildings. Sweden 
is one of the nations who actively strive for multi-family houses made of wood, often in combination with a 
coated wooden facade. There are however some challenges to reduce the maintenance interval of the façades 
and prevent degradation. 

Water is a major factor in the outdoor performance and durability of wood. A low moisture content (MC) 
drastically reduces the degradation from deteriorating biological organisms on the wood substrate (Eaton and 
Hale 1993). The coating has for that reason an important role, as a protecting barrier towards water absorption. 
However, the understanding of the inherent properties of wood in the overall water absorption behaviour of a 
coated product is still in its beginning. 

Several studies have highlighted the difference in water absorption of different wood characteristics. For 
example, uncoated heartwood has lower water absorption than sapwood. The lower sorption of heartwood is 
explained with processes like the irreversible nature of pit aspiration during heartwood formation (Thomas and 
Kringstad 1971) and the amount and type of extractives deposited in the wood structure (Hillis 1987, Flynn 
1995, Sjökvist et al. 2018). Wood density with a variation in voids and morphological structure is another 
wood attribute that affects the water absorption rate, i.e. high density lowers the absorption rate (Booker and 
Kininmonth 1978). 
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Norway spruce (Picea abies) is the most common species in the Swedish market for coated panels in out-
door applications. Only a few have explored the above-mentioned natural variation specifically for uncoated 
spruce and even less for coated ones. One of the many reasons could be the inconvenience to separate heart-
wood and sapwood with their similar physical appearance in the dry state. For uncoated spruce, heartwood 
has compared to sapwood lower liquid capillary water absorption (Bergström and Blom 2006, Sandberg 2009, 
Fredriksson and Lindgren 2014). Furthermore, high density contributes to lower void filling and lower liquid 
absorption rate of water (Sivertsen and Vestøl 2010). The findings lead to the question if coated spruce has 
similar behaviour.

A coating includes many components. The major components in the formula are the type of resin and 
solvent. Historically, coating systems have been solvent-borne. However, in the 1960’s, the concern of the 
environment and personal health caused a demand for environmentally friendly solutions like the waterborne 
systems (Ekstedt 2003). In Sweden, the use of organic solvents is today declining in favour of waterborne 
systems. One of the remaining solvent-borne systems for the outdoor purpose is the one based on linseed oil 
resin. Linseed oil has the benefit to come from a renewable resource and creates a very durable paint film due 
to its continuous curing process (Karlsdotter Lyckman 2005). However, an increasing category of coating for-
mulas for outdoor applications is water-borne systems with two major resin polymers, acrylic or alkyd. These 
polymers are oil based and can be highly tailor made for the end usage. The possibilities to modify the poly-
mers also leads to a large variety of polymer combinations. The complexity of the polymers has therefore led 
to intense focus research wise on coatings and less on a wood substrate. Many evaluation of coated products 
(Ahola et al. 1999, De Meijer and Militz 2001, Ekstedt 2003, Van Meel et al. 2011, Grüll et al. 2013, Lu et 
al. 2014) have focused on one or a few combinations of wood substrates. For coated Norway spruce there are 
some studies on different wood characteristics. The studies conclude fewer and shorter cracks on heartwood 
compared to sapwood (Sandberg 2009) and lower liquid absorption for the fast-grown substrate (Sivertsen 
and Flæte 2012). The weathering aspect furthermore increases the complex absorption behaviour of a coated 
wood product, where an aging process changes the barrier properties of the coating (De Meijer 2001, Grüll et 
al. 2013).

The aim of the study is therefore to investigate details about the absorption behaviour of coated wood for 
improved product performance in the long run. In this experiment, water absorption of coated spruce heart-
wood and sapwood with different wood density were considered, the effect of outdoor weathering was also 
included.

MATERIAL AND METHODS

Wood material

Samples made of Norway spruce (Picea abies (L.) Karst.) were selected from two stands in southern 
Sweden, Växjö. At the time of felling, the wet sapwood border was marked on the logs. The logs were sawn 
to planks and dried in an industrial kiln at a maximum temperature of 70 ºC. The dried MC of the planks were 
approximately 17 %. 

Planed samples free from knots, cracks and resinous streaks were prepared from the plank with dimen-
sions of (150±2) × (70±2) × (20±2) mm (longitudinal × tangential × radial). The wood material was after that 
aclimatized in a climate chamber at 65 % relative humidity (RH) and 20 ºC according to the standard ISO 554 
(1976) before treatment and water absorption test. 

The density of each replicate was measured after the water absorption test, to avoid any substrate distur-
bances before the experiment.  The density was calculated using a stable oven-dried mass at an oven tempera-
ture of 103°C with the coating removed. One stand had an oven dry density of 313-370 kg/m3 (categorised 
as low-density samples). The other stand had an oven dry density between 450-489 kg/m3 (categorised as 
high-density samples). The sample combinations in this study were low-density sapwood (LS), low-density 
heartwood (LH) and high-density heartwood (HH). Individual oven-dry density for each sample combination 
is presented in Table 1. High-density sapwood was excluded due to the difficulty to find proper material. 
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Table 1: Oven dry density and film thickness of samples with five replicates.

 
 

Values in parenthesis are the standard deviations. LS=Low-density-sapwood, LH=Low-density-heartwood, HH=High-density-heart-
wood, A=Alkyd, B=Acrylic, E=Linseed oil, X=Uncoated.

Sample treatment

Eight equal sets of wood material were selected. Two sets were left uncoated as substrate reference de-
noted as X and the six remaining sets were coated. Three film-forming coatings were used, and each coating 
was applied on two sets of wood material. The coatings had a resin formula made of either alkyd (A), acrylic 
(B) or linseed oil (E). Alkyd and acrylic formulas were water-borne, whereas the linseed oil formula was 
solvent-borne. All the coatings were commercially available with no added colour pigments. The coating for-
mulas were unknown except the type of solvent and resin. A brush was used to apply the coatings. Sealing on 
all areas except the tangential test area was made with two layers of a two-part solvent free epoxy paint (Jotun 
Antipest Yachting). The remaining uncoated bark side of the tangential surface where after that coated with 
one layer base coat and two layer top coat of the test coating A, B or E, with at least 2 mm overlap over the 
edges. Consequently, the test area exhibits the same size as the sample (150±2) × (70±2) mm2. After painting, 
all samples were stored in a climate chamber (RH 65%, 20°C) to reach the equilibrium moisture content. The 
dry film thickness presented in Table 1, was measured according to the standard (CEN 2007b) chapter 5.4.5.1.2 
conical bore with a cutting angle of α=45°. The average dry film thickness (standard deviation in parenthesis) 
for the paint systems is A=144 (17) µm, B=115 (19) µm and E=195 (26) µm. Cracks and other damages on the 
paint film where observed using a light microscope with a 50 times magnification. 

The acclimatised coated and uncoated samples were after that divided into two equal parts, each part 
consisted of four sets with three coated and one uncoated set of wood material. One part was subjected to 
natural weather exposure for one year before the liquid water absorption test, and the other part was tested 
immediately for water absorption. The weather exposure was at Asa field research station, 40 km north of 
Växjö, Sweden. Samples were hung on racks at a 45º inclination in a south direction at approx. 60 cm above 
the ground. Five replicates of each combination of wood material and sample treatment were prepared for the 
water absorption test.

Test method

Liquid water absorption can be studied in several ways, but there is one explicit method in Europe for 
coated wood. The standard (CEN 2007a) is an established method to assess the liquid water absorption of 
coated wood panels (De Meijer 2002, Ekstedt 2002, Metsä-Kortelainen et al. 2006, Sivertsen and Flaete 2012). 
Coated and sealed panels exhibit a floating test in water, and the amount of water absorbed through the coat-
ing is measured under controlled conditions. The use of CEN 2007a to evaluate wood characteristics could, 
however, need an extension of the soaking time since Sivertsen and Faete (2012) reported a need to prolong 
the water exposure to four weeks (672h) or more to see a significant effect of density on the water absorption 
of coated spruce.

This study was inspired by standard (CEN 2007a) and followed it in major parts except for two steps. This 
study had a prolonged water absorption period from the stipulated 72h by the standard to 3024h (18 weeks). 
This study did neither follow the in-standard instruction of artificial pre-leaching for any of the samples. The 
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artificial pre-leaching procedure consists of a twice-repeated cycle of 24h floating face down in deionised wa-
ter, three hours drying at 20°C and 65% RH, followed by three hours drying at 50°C and finally 18h drying at 
20°C and 65% RH. The pre-leaching procedure is intended to wash out possible surfactants that might affect 
the water uptake while comparing different coating performances. However, all samples in this study were to 
be compared within their own coating system with a focus on the variation in wood characteristics. Hence, the 
pre-leaching procedure was excluded. This study had in addition a complementary sample series with natural 
weather exposure instead of the artificial pre-leaching procedure. Furthermore, the pre-leaching process could 
also be too mild and cause no differences in water absorption (Ekstedt and Östberg 2001). 

The absorption test was made by letting the samples float freely, but not fully submerged in deionised 
water with the test surface facing downwards. The surface was ensured to be fully wetted by immersing the 
sample in an angle to the water. The long edge of the sample was immersed first into the water. The water 
absorption of the samples was recorded on a scale to the nearest accuracy of 0,01 g before and after a soaking 
time of 0,5h, 1h, 2h, 4h, 8h, 24h and after that every day during the first week and then every week up to 18 
weeks. Excess water on the sample surfaces was gently wiped off with a paper towel before the mass was re-
corded. The whole procedure was made in a climate chamber (65% RH and 20°C). The water absorption levels 
at three soaking times (72h, 672h and 3024h) are presented in the results. The three occasions were selected for 
the following reasons. The time 72h is the required soaking time according to the standard CEN 2007a. The 
second time range of 672h was the shortest period where previous researchers (Sivertsen and Faete 2012) saw 
an effect from wood type, and the final period 3024h was the time where the same researchers (Sivertsen and 
Faete 2012) reached a similar moisture content (MC) for two samples with different density. 

The water absorption of the sample according to the standard (CEN 2007a) is described as the increase in 
mass in grams per test area. The water absorption for each sample (∆mn) was calculated according to Equa-
tion 1.

     1, 2,3,....,n i
n

n

m mm n a
A

 −
∆ = = 

 
     (1)

Where mn is the recorded mass (g) of the sample n, mi is the initial mass (g) of sample n before the samples 
were submerged into water, An is the test area (m2) and a, is the total number of samples.

Another unit to quantify water sorption is in term of the MC in the sample. The term MC is sometimes 
more favourable to use compared to mass gain (g/m2) in the aspect of wood durability, giving the living con-
ditions for biological organisms. The MC of the samples is calculated as the percentage water uptake of the 
sample relative to the oven-dry mass. In this work, water absorption results are presented both as mass gain (g/
m2) in Table 2 and as MC (%) in Table 3.

Table 2: Water absorption (g/m2) in different samples.

 
Values in parenthesis are the standard deviations. LS=Low-density-sapwood, LH=Low-density-heartwood, HH=High-density-heart-

wood, A=Alkyd, B=Acrylic, E=Linseed oil, X=uncoated.
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Table 3: Moisture content (MC) in different samples.

 

 
Values in parenthesis are the standard deviations. LS=Low-density-sapwood, LH=Low-density-heartwood, HH=High-density-heart-

wood, A=Alkyd, B=Acrylic, E=Linseed oil, X=uncoated.

Statistical analysis

The water absorption quantified as mass gain were analysed using a Student’s t-test with the software pro-
gram Matlab (R2013b), considering a single factor experiment with a normal distribution. The test analysed 
the water absorption for two conditions, between low-density sapwood and heartwood and between low- and 
high-density heartwood.

RESULTS AND DISCUSSION

No visual cracks and damages on the coating surfaces were seen after one year weather exposure without 
microscope assistance. Evaluation of the surfaces through a microscope with a 50 times magnification (Figure 
1) revealed that the weather-exposed alkyd coating (A) had small wrinkles while the fresh unexposed coating 
had a smoother surface. The exposed acrylic coating (B) had some more corroded surface compared to the 
samples without weather exposure. Samples with linseed oil paint (E) changed from a rough and uneven sur-
face to a smoother and uniform surface after weather exposure. Water absorption curves for all samples are 
illustrated in Figure 2. The higher MC for weather-exposed samples indicated an increase coating permeability, 
probably induced by a degradation of the coating. The indicated higher permeability can also be seen in Table 
2 and Table 3 with higher water sorption both as mass gain (g/m2) and as MC (%) respectively. 

Figure 1: Visual appearance of the coating at 50 times magnification. 1=no weathering and 2=with one year 
of outdoor exposure, A=Alkyd, B=Acrylic, E=Linseed oil, X=uncoated.  

The scale in the lower right corner = 200 µm.
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Figure 2: Moisture content increase during a liquid water soaking time up to 3024 h. The four upper graphs 
are weather unexposed samples and the four lower graphs are weather exposed samples.  

LS=Low-density-sapwood, LH=Low-density-heartwood, HH=High-density-heartwood, A=Alkyd, B=Acrylic, E=Linseed oil, X=un-
coated. Note the different scale of y-axis on sample X.

Table 4 continues to analyse the statistical probability for a different mass water uptake (g/m2) between 
low-density heart- and sapwood samples. There was a difference in water absorption, but for a majority of the 
samples, the difference was not statistically significant due to the large deviation in sorption levels within the 
replicates (Table 4). The weather-exposed samples coated with alkyd paint system (A) was the only samples 
with a significantly higher uptake for sapwood samples, including both coated and uncoated samples. Also, the 
significant difference was only valid up to 672 hours of soaking time. The indifference in absorption for un-
coated samples is hard to explain since previously published work on uncoated spruce heartwood and sapwood 
showed different transversal absorption (Bergström and Blom 2006, Metsä-Kortelainen et al. 2006). One ex-
planation behind the higher uptake for uncoated spruce sapwood is the capacity of surface-active extractives to 
lower the water surface tension and hence increase the absorption rate (Sjökvist et al. 2018). The indifference 
in water absorption between coated heartwood and sapwood indicated however, that wood extractives might 
have no impact when a coating hinders free water to enter the wood structure. 

 



                Maderas. Ciencia y tecnología 22(3): 335 - 346, 2020

       

Liquid water absorption..: Sjökvist et al.

341

Table 4: Probability value (P-value) of low-density sapwood and heartwood in water absorption (g/m2) test.

 
* Significant difference at the 0,05 level.

For a weather-exposed coating, on the other hand, a degraded paint film might develop cracks. Coating 
A which had small wrinkles on the weathered surface showed initial film degradation with potential microc-
racks and increased coating permeability. The higher coating permeability was seen through the higher water 
absorption in Table 2. The group of weathered sapwood replicates with coating A and a density around 350 kg/
m3 (Figure 3) had a tendency of higher MC (max 100%) than the ones made of weathered heartwood (max MC 
52%). It seems like the water absorption behaviour of coated heartwood and sapwood transcends to behave 
more like uncoated along with the increase of coating permeability.

Figure 3: Final MC after 3024h soaking time for coating A, B and E and uncoated X relative the individual 
density of the replicate.  

▲ = sapwood weather exposed, ∆ = sapwood weather unexposed, ● = heartwood weather exposed, ○ = heartwood weather unexposed.
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Moving to the water absorption values of high- or low-density heartwood samples in Table 2 and Table 
3, a lower uptake were seen for weathered low-density samples when they were coated and for unweath-
ered high-density samples when they were uncoated. The t-test in Table 5 confirms the different mass water 
uptake. The coated and weather exposed high-density samples had all except one sample significant higher 
absorption. The exception was for the samples coated with linseed oil paint (E) at the soaking time of 3024 h. 
The established knowledge that low-density wood absorbs a higher amount of water does not seems valid for 
coated wood. In contrary, the result of this work supports the previous finding (Sivertsen and Flæte 2012) that 
low-density wood has a lower liquid water uptake when coated. The resin polymer seems to interact with the 
wood structure and sorption chemistry in a complex manner with a more complicated relationship between 
wood density and MC. The water absorption in relation to wood density is also visualised in Figure 3. The un-
coated replicates showed linearity in final MC relative the individual density of each replicate, i.e. high density 
corresponds to low MC. A similar trend for coated samples was harder to see. 

 
Table 5: Probability value (P-value) of high- and low-density heartwood in water absorption (g/m2) test.

 
* Significant difference at the 0,05 level.

Figure 4 shows the increase in coating permeability with weather exposure. The increase in water ab-
sorption was higher for high-density heartwood samples when uncoated or coated with a water-borne coat-
ing. The low-density heartwood had in comparison a lower absorption increase. The results indicate that the 
porosity of the wood structure interacts with the barrier properties of a coating in an unexpected way (Table 
1). A general conception in Sweden is that slow-grown, low porous heartwood is preferable to use in outdoor 
applications. The numbers in Figure 4 suggests the opposite. One hypothesis could be the larger polymer 
size of water-borne coatings compared to solvent-borne coatings. Larger polymers need bigger cavities for 
penetration and anchoring in the wood substrate. Hence, the interaction and the durability in the boundary 
layer between wood and coating might depend on the specific combination of wood and coating properties. 
The absorption behaviour for samples with water-borne linseed oil coating (E) seemed however unaffected by 
the wood characteristics. The absorption differences were very low or even negative after weather exposure. 
The negative values might be related to the replicate selection with a slight unevenness in density distribution 
between the groups. The lower absorption for coating (E), compared to other coatings might also be due to 
the ongoing curing that is typical for this type of resin. It might also be due to the influence of higher coating 
thickness (Table 1). De Meijer and Militz (2001) suggested the importance of film thickness as an impact on 
the water sorption, where a thicker paint film had a greater barrier effect. 
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Figure 4: The increased water absorption for samples with weather exposure relative samples without expo-
sure. 

Verticle bars represent the standard deviations. HH=high-density heartwood, LS=low-density sapwood, LH=low-density heartwood.

A variety of coating systems was chosen to illustrate a broader effect of wood characteristics on water 
absorption for coated wood. However, the formulas used are only an example and not representative of the 
type of resins. There was no intention to compare the sorption levels between different coating systems. In fact, 
previous results have shown differences in permeability with the same polymer resin depending on other ad-
ditives in the formula (Ekstedt 2003). The exact composition of each coating formula is also unknown, but the 
purpose in exploring the effect of wood characteristics on a coated panel is possible as long as the comparison 
is made strictly within each coating system. 

The water sorption is expressed in two different ways in this study, kg/m2 (Table 2) and % MC (Table 
3). Water sorption, especially in the context of outdoor durability is normally expressed as MC since a level 
between 20-50 % seems to be most vulnerable to the colonisation of different deteriorating biological organ-
isms (Kollmann and Côté 1968). The test of liquid permeability through a paint film is however according to 
standard (CEN 2007a) expressed in the units of kg/m2. The differences in these two ways to express water 
sorption are noticeable when there is a large variety of density among the tested material. For example, among 
the weather-exposed uncoated samples, the group made of high-density heartwood had a similar amount of 
water absorption as the corresponding low-density samples, (HHX=5352 kg/m2, LHX=5315 kg/m2, Table 2, 
3024 h). Same samples had a difference in MC (HHX=78,6 %, LHX=100,9 % Table 3) due to the effect of 
the dry mass in the calculations. The unit kg/m2 might be more suitable when discussing water sorption in the 
context of different wood characteristics, especially when comparing the effect from wood density, but MC is 
still relevant whenever durability of the wood substrate is in focus.

A prolonged water exposure with a soaking time up to 3024 h was used in comparison to the standard of 
72 h. The increased soaking time to 3024 h gave a larger deviation in absorption levels (g/m2) between the 
samples. There was, however, no distinct changes of the P-value, which depicts the statistical probability for 
two samples to have similar levels. Sivertsen and Faete (2012) needed a soaking time of at least 627h to detect 
a difference in water absorption related to different wood characteristics. The samples in this work needed a 
shorter time. The length of soaking time for detectable absorption character seems, therefore, be related to the 
choice of coating.
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CONCLUSIONS

Density but not heartwood and sapwood characteristics affected the water absorption of coated spruce.  
Heartwood and sapwood samples had a similar water uptake during the completely soaking period except for 
the initial absorption of samples with an alkyd coating. The results indicated that a coating might hinder wood 
extractives to affect the water absorption.

Regarding the effect of density, a difference in absorption was present for weathered samples while coated 
and for unweathered while uncoated. For coated samples, low-density wood had the lowest amount of water 
absorption. Furthermore had low-density wood an indication of less increase in coating permeability after 
weathering. The pattern might be related to the interaction between polymer and lumen size. 

For uncoated spruce, lowest water absorption was seen for high-density wood. The different behaviour 
for coated and uncoated spruce is most likely caused by a multi-factor change of surface properties during the 
weathering. 

Weathering increased the water absorption before any visual signs of checks or cracks on the coating were 
developed. Furthermore, the water absorption transcends to behave more like uncoated spruce along with the 
increase of coating permeability. 

A prolonged soaking time from 72 h to 3024 h resulted in a larger divergence in absorption levels among 
the weathered samples. The increased water absorption did however not lead to a major change in statistic 
probability for different water absorption behaviour.
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